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ABSTRAK 

 

PENGARUH ALKALISASI KOMPOSIT SERAT NANAS  

TERHADAP KEKUATAN TARIK DENGAN  

VARIASI VOLUME SERAT 

 

Oleh: 

Muhammad Rifky Wicaksono 

NIT : 30418021 

 

Pemanfaatan serat alam sebagai penguat komposit telah berkembang 

sangat pesat dalam beberapa tahun terakhir. Salah satunya adalah serat daun 

nanas. Serat daun nanas merupakan calon serat alam sebagai bahan komposit yang 

ringan, kuat, ramah lingkungan dan ekonomis. 

Penelitian ini bertujuan untuk menganalisis pengaruh perlakuan 

perendaman dengan NaOH terhadap sifat Tarik material komposit berpenguat 

serat nanas dengan matrik unsaturated polyester. Material pembuatan komposit 

yang digunakan yaitu serat nanas dengan menggunakan perlakuan perendaman 

NaOH 5% selama 2 jam. Spesimen uji menggunakan serat nanas pada fraksi 

volume 10%, 15% dan 20% dengan menggunakan matrik resin polyester (BQTN 

157) dan hardener (MEKPO) sebagai pengerasnya. Metode untuk penyusunan 

serat menggunakan metode hand lay-up. Pembuatan spesimen uji sesuai standar 

ASTM D638-1. Pengujian mekanis dengan menggunakan.pengujian tarik. 

 Berdasarkan pengujian yang telah dilakukan terhadap komposit 

menunjukan bahwa kekuatan tarik meningkat seiring dengan bertambahnya fraksi 

volume serat. Hasil pengujian didapat nilai kekuatan tarik tertinggi yaitu pada 

komposit dengan fraksi volume 20% dengan kekuatan tarik sebesar 2,908 kg/mm2. 

Sedangkan nilai terendah didapat pada fraksi volume 10% dengan nilai regangan 

2,477 kg/mm2. 

 

Kata kunci : komposit, serat nanas-nanasan, poliester, Alkalisasi, kekuatan tarik 
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ABSTRACT 

 

THE EFFECT OF ALKALIZATION OF PINEAPPLE FIBER COMPOSITES ON 

TENSILE STRENGTH WITH FIBER VOLUME VARIATION 

 

By: 

Muhammad Rifky Wicaksono 

NIT : 30418021 

 

 The use of natural fibers as reinforcing composites in recent years has 

experienced a very rapid development. One of them is pineapple leaf fiber. 

Pineapple leaf fiber is a candidate for natural fibers as a composite material that 

is lightweight, strong, environmentally friendly and economical  

 This study aimed to analyze the effect of immersion treatment with NaOH 

on the tensile properties of the pineapple fiber reinforced composite material with 

unsaturated polyester matrix. The composite material used was pineapple fiber by 

immersing 5% NaOH for 2 hours. The test specimens used pineapple fiber with a 

volume fraction of 10%,15% and 20% using polyester resin (BQTN 157) and 

hardener matric as hardener (MEKPO). The method for fiber preparation uses the 

hand lay-up method. Preparation of test specimens is made according to ASTM 

D638-1 standards. Mechanical testing using tensile testing. 

 Based on the tests that have been carried out on the composite, it shows that 

the tensile strength increases with the increase in the grain volume fraction. The 

test results obtained the highest tensile strength value in the composite with a 

volume fraction of 20% with a tensile strength of 2.908 kg/mm2. While the lowest 

value is obtained at the volume fraction of 10% with a stress value of 2,477 kg/mm2 

 

keyword : composite, pineapple fiber, polyesther, alkalization, tensile strength 
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